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Test(s): Test Method(s): 
  
Combustion / Inert Gas Fusion  

Combustion (LECO) (C, S)  ASTM E1019, E1941; 
CTP 30982 

  
Inert Gas Analysis (LECO) (H, N, O)  ASTM E1019, E1409, E1447; 

CTP 30972, CTP 3008-12 

  
Wet Chemistry    

Gravimetric   ASTM E478; CTP 30242  
   
Electrochemical Deposition  ASTM E53; CTP 30242 

  
Physical Properties  

Density 
 

ASTM B311; CTP 3030-12 

Coating Weight ASTM A90/A90M; CTP 30692 
  
Mercurous Nitrate  ASTM B154; PTP 10442

   
  

 

1This standard is a specification and is used to support the ICP test methods on the Lab’s scope. 
 

2In-House Test Method. 
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